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This is a fundamental science project relevant to ethanol fuel cells (DEFCs).  The main project accomplishements is evidence 

towards methyl-like species formation (–12CHx) during ethonol decomposition on platinum.  This may be the stable surface 

intermediate that discreeminates between methanol and ethanol oxidation. We explained why it is better to use alkaline media 

(than acidic media) to oxidize ethanol (0.2 V difference in activating ethanol between the two media). We have studied 

adsorbed CO and formic acid; the study of CO is complete. We identified the formate as one of the adsorbate components of 

HCOOH, in support of work by Osawa et al. The major contribution to science during the last project year is also the study of 

DEFC cathode (or ful cells in general and for DE.  The Co-OEP macrocycle was chosen (due to earlier NSF supported results), 

and characterized with both Raman and BBSFG spectroscopies (rectivity vs. characterization). Particular emphasis was given 

to the V11 transition at 1577 cm-1, as this band shifted in frequency as the transition metal center is changed. Changing the 

applied potential did not change the observed BB-SFG frequencies, and we conlude that there is no Stark tuning effect 

associated with Co-OEP macrocycle adsorption (as a cathode of DEFC fuel cell

We have concluded that BB-SFG is a powerful tool for in-situ observation of key moecular vibrations.
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